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The modulus of ruprure (MOR) for a particular grade of pencil lead is known

to have a standard deviation of 250 psi.

a. A random sample of 16 pencil leads yielded a sample mean of 6490. Con-
struct 2 90% confidence interval for the true mean MOR.

b. Find the sample size required to estimate the true' mean MOR to within
+100 using a 90% confidence interval. o

<. What did you assume to do these analyses? How can you check these
assumptions?




