
[image: image1.png]50. The breaking strength of a rivet has a mean value of

10,000 psi and a standard deviation of 500 psi.

a. What is the probability that the sample mean
breaking strength for a random sample of 40 riv-
ets is between 9900 and 10,2007

b. If the sample size had been 15 rather than 40,
could the probability requested in part (a) be
calculated from the given information?




(The problem are from Joint Probability distribution and random samples.)
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