
Can you complete the Pareto Diagram – 
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‘The quality inspectors at Windows Inc. visually inspect each sheet of 4 ft X 8 i glass.
when it is through with the annealing process. They record all of the defects onto a
form. The defects that have been found this week are given in the table below. Use

this data to create a location check sheel.





