[image: image1.png]1. The Charpy testing machine shown consists of a weight (19 1b) on the end of an arm
(12 1b). Material to be tested is clamped at the bottom, and the weight is raised,
released, and allowed to break the test material. Determine the energy absorbed by
the test material if the initial and final positions of the arm are as shown.





