[image: image1.png]Find the maximum value of S>0 if a stress of o, =35, 0, =-25,and 7, = 3§ is applied to

a 60 deg boron/epoxy lamina. Apply Maximum Stress failure, Tsai-Hill failure and Tsai-Wu failure
theories.




